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Order number | Commodity on Batch No test gist Sample Quantity | Quantity
Gauze 40s/32%24
1 : 200 200000
Sample Bandages 20em X 10m / EN14079: 2003 pcs pcs
I5g For 56 15 H FabR 2R ol 5 S ] 5€ Evaluation
5 Examination/Test for Requirements: Findings OK NO
) EN TH. k. T 0K N
Character Soft no badsmell
5 BHEE Warp:per 10cm 126+ 6 126 J
Filaments (warp, weft) Weft: per 10cm 114+ 4 114 J
R
3 =80° 82.9°
Whiteness 80 v
4 fiﬂA 20cm*10m=+0.5 20cm X 10m N,
size
FIRTE
5 =32g/m’ 32.1g/m’ N
weight per SQM £ &
WK 71
6 o . <10# (Sec) 3S J
sinking time
P
; o x x J
fluorescence None
G RIREG
8 S <0.5% 0.34% J
water—soluble substance
W) A ir;‘;—
9 B A <0.5% 0.16% J
Ether—soluble substances
ERY SR
10 e kn 5 Rk ' ¥ x J
Starch & dextrine None
T
" i%ﬁ./ﬁf Y| <omm % y
Surface—active substances
AR
. H %@D" ¥ x /
Extractable Colouring matter None
‘iﬁ‘— FEF |
13 o mmE i e J
Acidity & Alkalinity Medium
TR BR £5 K 4y
14 <0. 4% 0.17% N
Sulphated ash ’ ’
Ji e
15 THRR . <8% 5.9% N
Loss on drying
#5118 Conclusion: &M% Qualified

¥i96: 5iChector: Fan Li Xiang

2022.7.8

i N Approved by :

Jin Cai Feng

2022.7.9




	1

